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g TEST OBJECT Gray color electrical insulating matting. Class 0.
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* The present report refers only and exclusively to the sample tested and at the moment and conditions in which the measures were made.
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13. SUMMARY

Visual and measurement tests
Classification

Composition

Dimensions - length and width

Dimensions - thickness CORRECT
Workmanship and finish
Marking
Mechanical tests
Puncture resistance CORRECT
Slip resistance
Dielectric tests
Proof test CORRECT
Withstand test
Ageing test CORRECT
Thermal tests
Flame retardant test CORRECT
Low temperature test
Acid resistance CORRECT
Oil resistance CORRECT
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